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Customer name: SALDER SUNT DERI TEKSTIL SAN. A.S.
Address: Hayrabolu Organize Sanayi Bolgesi Celik Sok. No:6 HAYRABOLU/TEKIRDAG
Buyer name: -
Contact Person: -
Order No: -
Article No: BODRUM
Name and identity of test item: One sample of beige panel. (Claimed to be;PVC 550gr)
The date of receipt of test item: 31.10.2023
Re-submitted/re-confirmation -
date:
Date of test: 31.10.2023-24.11.2023
Remarks: -
Sampling: The results given in this report belong to the received sample by vendor.
End-Use: Home Textile/Leather
Care Label: Not specified.

Number of pages of the report: 5

The Turkish Accreditation Agency (TURKAK) is signatory to the multilateral agreements of the European co-
operation for the Accreditation (EA) and of the International Laboratory Accreditation (ILAC) for the Mutual
recognition of test reports.

EKOTEKS LABORATUVAR ve GOZET. iM HIZMETLERI A.S. accredited by TURKAK under registration number
[AB-0583-T] for ISO 1 7025:2017 as test laboratory.

The test and/or measurement results, the uncertainties (if applicable) with confidence probability and test methods are
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